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     Specimen:   

Specimen Max Force 
(N) 

Max Stress 
(N/mm²) 

Max Disp   

(mm) 

Modulus of 

Elasticity (MPa) 

1  1648,7  43,7476  10,1886  2425,44  

2  1278,94  32,642  2,17125  2403,37  

3  1978,03  51,1024  20,6449  2519,09  

4  1816,03  47,2398  20,9702  2307,85  

5  2031,18  52,3693  4,16823  2483,39  

6  1841,88  47,77  14,6699  2318,09  

7  1028,97  27,4238  3,38256  1857,76  

8  1449,62  37,0587  16,4622  1872,75  

9  1753,06  44,7153  11,2169  2495,13  

10  2007,42  50,9702  14,2032  2606,56  

11  2069,62  54,3592  4,28356  2515,9  

12  2074,73  53,0564  4,41492  2506,35  

13  2195,1  56,2448  4,64258  2480,85  

Average 1783 46 10 2369 

Measured by: LAB University of Applied Sciences  21.5.2025  

Instrument used: Shimadzu AG-IC 100kN  

 


